
r -- ----------
.· 

··---·-··--· ------- ---·--·- -- -· ~;...---- ···"-
• . · ... PRODUCT BULLETlN · K-SPRAY BULLETIN NO: J-550J ':4'""·' ..... DRYWALL ACCESSORY CEILING TEXTiJRE DATE: 11/24/75 

I PRODUCTS (tiON-ASBESrOS) .PAGE: 1 ot 2 • . . 

·I 

. 

-~ . "") APPROVALS: PRODUCING PLANT: GANCELS: J-550J 

hll7K ..:rw f~ 
SEATTLE . DATE: 4-26-74 

.· 

. ·.·· 

I 
!f JJUI.I.ETIN 

.. 

i • DESCRIPl'ION % POUNDS GALLONS' 
' . ... . 

i.:. 
. ·. . 

. 442 Tale 
. 

· .. 27.57 550 . . 

.·. .·· . 
1M .Raw~um 35.08 . ·; 700 . 

'I 
./ £.1,./, · 'l'itAnium Pimnent .. 2.51 50 .. 

• 

. 056 Wvogei Clav . ·. 2.51 50 
. 

101 Paner Dust . .. 2 00 LO 

.• '1: 
18'7 . · Clav Hvdri te MP · I 15 03 300 

1;41 r.l•v .'1nn r.o 1 ~0 10 02 200 

]5l. ilone Glue 
. 0 50 10 

08l. Casein 1 00 20 

102 Di. Ammonium PhosDhate 0.20 .-4 ·. 

• -"1 026 Ammonium Penta Borate . 0.25 5 . 

. 

506 . Zinc Oxide 0.05 1 
.· 

216 HYdrated Lime 0.05 1 
• 

245 Cellosize CP-4400-11 . 0.50 10 

o:o1 
.. 

074 liurnt Umber . 2 ounces . .· 

453 Pres Dow 75 . 0 20 4 ---· .. 
. 

321. stvrene. ate 2.51 50 

2!!2 Odnr M•sk 0 01 1:> m•nees 
. .. 

'I'O'I'AL 100 00 iQQ5,2~ 

MAJIUFA!<J:!!BlHQ It!§I!lllQII!lll§: . 
• ' 

1. See Process Bulletin No. J-4. 
2, D:cy' blend ror a minimum or 20 minutes • 

I 3. Packilge 32 1bs, minimum per bag, 
' 

-·-· • 9!1ALITY com'RQL: -• 

TM-lB Viscosity, cc per 100 gm to give 5-5!'' dia, patty 185 to 210 cc. .-•··. 
I TM-JA .. Bond .. Equal to Std. 

TM-JJ Dertsi.ty '· ,1bs,. per ~u. rt, 20 IIIIIXimum 
. . . . . - .. 

k-"""·-~ --- ••.• - __________ ._.,,.,, 
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. PRO!lJQT SfECIFlCATIQNS:. ··': . .. 
Tel;t Procedure!!. as specitied .in Bulletin T.,.7. 

Test Method · ·: 

Viscosity (slump test; 
ot: 5-!ii• > .. . .. 

patty diameter 

. ·-.: 

m-20 

TM-22. 

m-33 . 

~3;,· 

TM-36' 

. Tl.!-37 

pH (meter) .. 

Bond 

·n~!'lect8nce (~) 

Cracking. · 

·-· 
.. 

__, • . . . . t 

Si;e Graduation { !iOO· cc. sample) 

a. .Retained on 16 meal:} 
b. · _Pa~sing .16, retained on !iO mesh . 
bry Loose Den~ity' {lbs. _per cu. t't.) 

ltSrdness 

White Line Test 

liealstmice to Souring · 

.. 

. . 
. . . .-.. -. 

"· 

.. . . 

• 
•. 

18!i to 210 cc 

8.0 - 9.0 

Equal to standard 

. Equal. to stand11rd 

No .cracks or heavy 
checking · 

· 350 .to · 350 cc 
· 100 to 200 cc. 

20 maximum 

.. Equal to standard 

Jlo discoloration between 
sealed &: unsealed areas 

No odgr after 30. days 
@ 110 F 
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